Fatigue and Fracture Evaluation of a 70 Year Old Steel Bridge
Wang C, Qian H, Zhan A, Xu Y, Hu D.

Key engineering materials

2007; 347:359-364

ARTICLE IDENTIFIERS
DOI: unavailable

PMID: unavailable
PMCID: not available

JOURNAL IDENTIFIERS

LCCN: 86655889

pISSN: 1013-9826

elSSN: 1662-9795

OCLC ID: 14050315

CONS ID: not available

US National Library of Medicine ID: 101296901

This article was identified from a query of the SafetyLit database.


http://www.tcpdf.org

