
Fire resistance of passive fire protection coatings after long-term
weathering
Roberts TA, Shirvill LC, Waterton K, Buckland I.
Process safety and environmental protection
2010; 88(1):1-19
 
ARTICLE IDENTIFIERS
DOI: 10.1016/j.psep.2009.09.003
PMID: unavailable
PMCID: not available
 
JOURNAL IDENTIFIERS
LCCN: not available
pISSN: 0957-5820
eISSN: 1744-3598
OCLC ID: not available
CONS ID: not available
US National Library of Medicine ID: not available
 
This article was identified from a query of the SafetyLit database.

Powered by TCPDF (www.tcpdf.org)

http://www.tcpdf.org

