
Failure analysis of a liquid natural gas (LNG) containment system - Bending
failure of plywood component
Arswendy A, Moan T.
Wood material science and engineering
2012; 7(1):30-40
 
ARTICLE IDENTIFIERS
DOI: 10.1080/17480272.2011.647071
PMID: unavailable
PMCID: not available
 
JOURNAL IDENTIFIERS
LCCN: not available
pISSN: 1748-0272
eISSN: 1748-0280
OCLC ID: 71284560
CONS ID: not available
US National Library of Medicine ID: not available
 
This article was identified from a query of the SafetyLit database.

Powered by TCPDF (www.tcpdf.org)

http://www.tcpdf.org

